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Mineral Glasswool
Gecsatherm® VSG 37

Product Description
 GecsaTherm® VSG37 glass mineral wool rolls are 
made of inorganic glass fibers bonded together with 
polymerized resin to form a smooth, light and flexible mattress.
 The glass fibers are obtained by melting at over 1500 OC 
of the mineral raw materials, especially quartz, fibrilization by 
the "off-center" technology, then by spraying the binder for 
sealing and oils for waterproofing are added.

 GecsaTherm® VSG37 glass mineral wool mattresses 
can be used for all types of thermal or sound insulation without 
mechanical loads, such as sloping roofs, as fillings between 
ceilings, suspended ceilings, interior and exterior walls, 
non-rolling floors. 

Aplications

- thermal conductivity coefficient λD = 0,037 W / mK
- Euroclass fire reaction A1

Technical Parameters

Storage
- It is stored in an upright position, in closed, dry spaces, on shelves
- The storage space must ensure the stability of the products.
- It is recommended that the use be made on a FIFO basis - the first entry, the first exit
- No specific material or group of materials is likely to react with the product to 
   produce a dangerous situation
- Keep away from inclement weather, rain, snow, direct and prolonged sun exposure
- Whole pallets with intact protection foil, can be stored outside for a maximum period of 6 months
   After this period there is the risk of discoloration of the package (foil) due to the sun.
   If this discoloration occurs, the qualities of the product are not affected.

Caracteristics and advantages
- thermal insulation
- fire safety, non-combustible material, does not burn
- easy installation, the product is elastic and compressible
- chemically neutral, non-corrosive
- it is not liked by pests, insects, mice, parasites, fungi
- unlimited resistance over time, very stable
- contributes to the protection of the environment
- permeable to water vapor

Thickness Width Length /roll
Thermal
resistance

Product (mm) (mm) (mm) (pcs) (m2) (m2K/W)
100 1200 5500 1 6,60 2,70VSG37 10

Dimensions
/pallet
(roll)

Quantity

24

The technical information presented above describes the product properties valid at the time of publication of this fact sheet.
Our products are constantly developing and improving, as a result the technical properties may be modified.
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 The sheets of mineral wool of glass are placed 
perpendicular to those that are already between the wooden 
beams. If the spaces between the beams are not completely 
filled, they will be filled to the maximum capacity. 
 The wool is carefully cut so that it can sit against each 
other and that no empty spaces appear. Additional lights must 
be fitted and boards should be placed to avoid accidental 
ironing between the beams. It starts from a corner by placing 
the wool sheets between the wooden beams.

 Install the glass wool blankets fixed between the metal 
profiles of the wall so as to occupy all the space between 
them. If necessary, use a knife to cut the blanket to the desired 
size. Fill all empty spaces near windows or doors with pieces 
of glass wool to avoid heat loss.

 An anti-condensation foil must be installed above the 
insulation layer. At joints, it must be 150 mm and sealed with 
insulating tape. Also, it should be fastened with staples every 
250 mm. Once the anticondensation foil has been installed, it 
is possible to proceed with the installation of cardboard 
gypsum boards or other type of coating for interior 
application.

 Rolls off glass wool  and cut into lengths or widths as 
appropriate. The length of the cut piece must be 1 cm greater 
than the distance between the beams.
 Wool is easier to cut if you press with a plank and cut 
sideways. The cut pieces will be applied by light pressing 
between the beams. Be careful not to leave holes, uncoated 
joints. Do the same for all the spaces between the beams.

 In the case of insulation in older houses, due to the too 
small distance between the beams, additional insulation will 
be required due to the too large accumulated surface occupied 
by the beams.
 The insulating layers are fastened with resistant slats. 
The slats are attached to the insulated beam with screws at 
distances of 40 cm. The additional insulation material is 
properly cut and clamped between the slats, just like the 
insulation between the beams.

CeilingPitch Roof Inside Walls

Mineral Glasswool
Gecsatherm® VSG 37

Mounting Instructions

The technical information presented above describes the product properties valid at the time of publication of this fact sheet.
Our products are constantly developing and improving, as a result the technical properties may be modified.

Ⓒ Copyright: GECSATHERM SA,Str. Armatei nr.82, Târnăveni 545600, Mureș, România  contact@gecsat.ro  www.gecsat.ro

When working with insulation materials, 
especially in the case of mineral wool, 
due to the small particles that can be 
inhaled, always wear gloves and a 
protective mask!

PROTECTION MEASURES


